
QUALITY CONTROL DEPARTMENT

SPECIFICATION SHEETORDER NUMBER

SPECIFICATION DATESPECIFICATION VERSIONSPECIFICATION

02625/GJ/HCM  1.3000 12/04/2009

PRODUCT

Epoxy Hardner PACM 151205  -0355

PRODUCT SPECIFICATION

REQUIREMENTSTEST TEST ID UNITS

Date Heading Date Heading Use By Date, Expiration Date, Retest Date, None

Appearance  (c) L-460 Clear

Viscosity 25C L-173-4 .74 =< Value =< .77 mPa*smPa*s

Amine Value L-487 525 =< Value =< 535 mgKOH/gmgKOH/g

Gas Chromatography  (n) L-100 99 =< Value =< 100 % wt% wt

Epoxide Equivalent Weight L-172 52 =< Value =< 54 g/eqg/eq

Specfic Gravity  25C  (n) L-006 .95 =< Value =< .97

Color  (n) L-020 0 =< Value =< 30 APHAAPHA

Country Of Origin COUNTRY

Manufacture Name MFG NAME

Shelf Life SHELF LIFE

REMARKS

DOT MARKINGS

CAS NUMBERPACKAGING GROUPUN CODE

2735 II 1761-71-3

DOT NAME

Amines, liquid, corrosive, n.o.s.(4,4'-Methylenebiscyclohexanamine)

CONTAINS

HAZARD TEXT

The information on the sheet is believed to be accurate but is not warranted to be so.  Protective equipment, health effects, and other related safety measures are based on intended and 

anticipated product use.  Recipients are advised to confirm in advance of need that the information is applicable and suitable to their circumstances.

Important


